Sample: 0803-PPS
Size: 6.8000 mg
Method: Ramp

File: C:\TA\Data\DSC\0803-PPS.001
DSC

Operator: Vic

Run Date: 02-Jan-2007 23:22
Instrument: DSC Q10 V9.9 Build 303
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‘ Cold crystallization temperature (Teo): 123°C
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